Effect of Fiber Length and Short Fiber Percent in Cotton on Fiber and Yarn
Quality
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ABSTRACT
This study was carried out at Plant Production
Department, Faculty of Agriculture (Saba Basha),
Alexandria University, Egypt, during 2016 season to
investigate the effect of fiber length and short fiber percent
on fiber and yarn quality. In this work three cotton
varieties namely: (Giza 88, Giza 86 and Giza 85) to
represent the three categories of fiber length i.e., (34.37,
32.16 and 30.12 mm) and three lint cotton grades from
each cotton variety i.e., G/FG, G and FGF/G represent
three categories of short fiber content (4.50, 5.30 and 6.60
%). The studied treatments were arranged in completely
randomized design (C.R.D.) with three replications.
The obtained results showed that the longest fibers
(34.37 mm) significantly surpassed the others under study
and gave the highest mean values of fiber bundle strength
(g/tex), fiber stiffness, fiber toughness (g/tex), single yarn
strength (cN/tex) and lea product and the lowest mean
values for single yarn elongation (%), yarn C.V. (%), yarn
unevenness (%) and hairiness. The lowest short fiber
content (4.50 %) recorded the highest mean values for
length uniformity (%), fiber bundle strength (g/tex), fiber
elongation (%), fiber toughness (g/tex), single yarn
strength (cN/tex), lea product, single yarn elongation (%)
and the lowest mean values for yarn C.V. (%), yarn
unevenness (%) and hairiness.
In conclusion, to obtain the best quality of both fibers
and yarns the longest cotton fibers with the lowest short
fiber content should be used.
Key words: Cotton, Fiber length, Yarn, quality,
Hairiness and Unevenness.

INTRODUCTION
Fiber length and its parameters are the most
important components of cotton fiber quality because of
its effects on the textile quality. Length and perimeters
of fiber for the same cotton cultivar may vary from year
to year at the same location (Meredith and Bridge
1973). Decreased fiber length affects yarn strength,
hairiness, thin, thick and neps i.e., yarn imperfections.
Yarn produced from shorter fibers has negative effect on
yarn tenacity, hairiness and yarn imperfections (Parsi et
al. 2016). The variations in fiber length distributions
play important roles in predicting yarn properties, such
as strength and irregularity. The best prediction model
for the properties of different yarns (ring and open-end)
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includes different combinations of length parameters
(Yiyun et al. 2013). Sevda and Kadoğlu (2006) reported
that an increase in yarn linear density increases the
hairiness. Secondly, fiber length is also another
important parameter which influences hairiness, where
increase in fiber length decreases hairiness. Also, the
increase in the short-fiber percentage increase hairiness.
The quantity of short cotton fibers in a cotton sample
is an important cotton quality parameter. It impacts yarn
production efficiency and cost, and product quality
(Backe 1986; Thibodeaux et al. 2008). The global
cotton industry is increasingly interested in the
characteristics of short fibers (Ethridge and Krifa,
2004). The quality of cotton yarns is directly affected by
short fiber content. High short fiber also contributes to
poor yarn tenacity and evenness, higher levels of
imperfections, higher yarn hairiness and lower spinning
efficiency (Stuart 2002).
American Standard Test Method (ASTM) defined
the short fiber content (S.F.C.½″), as the percentage of
fibers (by weight or number) shorter than ½ inch.
(ASTM D1440-07). Otherwise, the Chinese Standards
Test Methods defined the short fiber content (S.F.C.16
mm), as the percentage of fibers (by weight or number)
shorter than 16 mm. (Chinese Standards GB/T 6098.12006). Hager and Hassan (2016) reported that positive
and highly significant association was observed between
yarn hairiness and short fiber content. While the
associations between yarn hairiness and the rest fiber
properties (fiber length, fiber strength, micronaire,
elongation and uniformity index were negative and
significant or highly significant for all tested. Hanen et
al. (2017) found that short fiber index and fiber strength
have both significant effects on yarn strength but these
two effects are opposite. Indeed, stronger fibers give
stronger yarns. While, the shorter fibers are the weaker,
the yarn becomes. So, the longer fibers are, the better
evenness is.

MATERIALS AND METHODS
This study was carried out at Plant Production
Department, Faculty of Agriculture (Saba Basha),
Alexandria University, Egypt in 2016, to investigate the
effect of three categories of fiber length (34.37, 32.16
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and 30.12 mm) and short fiber contents (4.50, 5.30 and
6.60 %) in raw lint cotton on fiber and yarn quality.
Three cotton varieties (Giza 88, Giza 86 and Giza 85)
were used to represent the three categories of fiber
length. Three lint cotton grades from each cotton variety
namely, G/FG, G and FGF/G were used to represent the
three categories of short fiber content.
Yarn cotton was spun at 60s with 3.6 twist
multiplier. Fiber and yarn quality were determined by
using High Volume Instrument (H.V.I.) and Uster-tester,
respectively in Cotton Research Institute, Spinning
Research Department, Agricultural Research Center,
Giza, Egypt, under standard atmospheric condition of
(20 ± 2 C°) temperature and (65% ± 2%) relative
humidity.
The characters studied:
1. Cotton fiber quality:
1.1.
Length uniformity (%).
1.2.
Fiber bundle strength (g/tex).
1.3.
Fiber elongation (%).
1.4.
Fiber stiffness (g/tex) was calculated according
to the equation:
Fiber stiffness = fiber strength /fiber elongation x 100
1.5.
Fiber toughness (g /tex) was calculated
according to the equation:
Fiber toughness = fiber strength x fiber elongation /2
2. Cotton yarn quality:
2.1.
Yarn strength (cN/tex)
2.2.
Yarn elongation (%)
2.3.
Lea product
2.4.
Yarn (C.V. %)
2.5.
Yarn unevenness (%)
2.6.
Yarn hairiness
Statistical procedures:
Completely randomized design with three repetitions
was used. The attained data were statistically analyzed
as a factorial experiment according to the procedure of
Snedecor & Cochran (1967). The least significant
difference (L.S.D.) was calculated at 0.05 level of
probability to estimate the significant differences
between of treatment means.
RESULTS AND DISCUSSION
Data presented in Tables (1 and 2) showed mean
values of fiber and yarn quality traits. The attained
results in this research work will be presented and
discussed herein in three categories as follows:
1. Effect of fiber length on fiber and yarn quality:
Results indicated that the effect of fiber length was
significant on fiber strength (g/tex), elongation (%),
stiffness (g/tex) and toughness (g/tex) as shown in Table
(1).

Furthermore, the highest mean values of fiber
strength (44.97g/tex), fiber elongation (6.71%), fiber
stiffness (675.92 g/tex) and fiber toughness (1.49 g/tex)
were recorded with the longest fiber length (34.37 mm),
while with (30.12 mm) for fiber elongation. Conversely,
the lowest mean values (39.16 g/tex, 6.36 %, 584.73
g/tex, and 1.31) of the respective properties were
recorded when used the shortest fiber length (30.12 mm)
and with (32.16 mm) for fiber elongation.
In general trend there were a positive relationship
between fiber length and mechanical fiber properties
where increase fiber length led to increase the
mechanical fiber properties. These results could be
explained on the base that long staple cotton generally,
had fine and strong fibers.
With respect to yarn quality data in Table (2) cleared
that yarn quality under this study was significantly
affected by fiber length.
It is worthy to mention that the longest fiber (34.37
mm ) recorded the highest mean values of single yarn
strength (18.20 cN/tex) and lea product (2838.33) and in
the same time the longest fiber recorded the lowest mean
values of single yarn elongation (4.12%), yarn C.V.
(22.90%), yarn unevenness (18.92%) and yarn hairiness
(3.98). Conversely, the shortest fiber (30.12 mm ) gave
the lowest mean values of both single yarn strength
(13.75 cN/tex) and lea product (2181.66) and in the
same time the shortest fiber recorded the highest mean
values of single yarn elongation (4.65 %), yarn C.V.
(27.88 %), yarn unevenness (20.55 %).
These results could be explained on the base that the
tallest fiber is the finest and strongest. Additionally, the
strength of the cotton yarns increases with increase the
fiber length as result of increase the friction and bonding
points along the length of the fiber during
manufacturing.
Generally, increasing fiber length increased yarn
strength and lea product and decreased single yarn
elongation (%), C.V.(%), unevenness (%) and hairiness
and vice – versa.
These results agreed with those obtained by,
Sevda and Kadoğlu (2006) who reported that the
increase in fiber length decreases hairiness.
2. Effect of short fiber content on fiber and yarn
quality:
Results in Table (1), it is obvious that the short fiber
content had a significant effect on fiber uniformity (%),
single fiber strength (g/tex), fiber elongation (%), and
fiber toughness (g/tex) except, fiber stiffness (g/tex)
which was insignificantly affected by short fiber content.
The fewest short fiber content i.e., (4.50 %) recorded
the highest mean values for fiber uniformity (87.10 %),
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fiber strength (43.70 g/tex), fiber elongation (6.80%),
and fiber toughness (1.48 g/tex). On the contrary, the
highest short fiber content i.e., (6.60 %) recorded the
lowest mean values for fiber uniformity (84.50 %), fiber
strength (40.41 g/tex), fiber elongation (6.24 %), and
fiber toughness (1.26 g/tex).
These results could be explained on the base that the
cotton fibers are more uniform and stronger when
percentage of short fiber content in cotton is low.
In conclusion, increasing short fiber content up to
6.60 % decreased fiber uniformity, fiber bundle
strength, fiber elongation and fiber toughness, and vice –
versa.
Presented results in Table (2), it could be stated that
the short fiber content had a significant effect on single
yarn strength, lea product, single yarn elongation, yarn
C.V., unevenness and hairiness.
From results tabulated in the same table it could be
cleared that the highest mean values for single yarn
strength (16.88 cN/tex), lea product (2575.00) and
single yarn elongation (4.47 %) and lowest mean values
for yarn C.V. (23.60 %), yarn unevenness (18.64 %) and
yarn hairiness (3.95) occurred when yarn spun from raw
cotton fibers contains the lowest short fiber content
(4.50%). In contrast the lowest mean values for single
yarn strength (14.31 cN/tex), lea product (2249.44) and
the highest mean values for yarn C.V. (27.30 %), yarn
unevenness (20.42 %) and yarn hairiness (4.41) resulted
from the highest short fiber content (6.60 %), while the
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lowest mean values for yarn elongation (4.26 and 4.31
%) were recorded from short fiber content (5.30 and
6.60 %), respectively.
In general, increasing short fiber content up to 6.60
% decreased the single yarn strength, single yarn
elongation, lea product and increased yarn C.V. (%),
unevenness (%) and hairiness.
These results agreed with those obtained by, Parsi et
al. (2016), who found that yarn produced from shorter
fibers has negative effect on yarn tenacity, hairiness and
yarn imperfections. Also, agree with those obtained by
Sevda and Kadoğlu (2006) they reported that increasing
short-fiber percentage increase hairiness.
3. Interactions between fiber length and short fiber
content (A x B):
Data in Tables (1 and 2), cleared that (A × B)
interaction between the two studied variables, i.e. fiber
length (A) and short fiber content (B) had significant
effect on single yarn strength (cN/tex), yarn C.V.% and
yarn hairiness only.
Concerning the single yarn strength (cN/tex), it could
be noticed that the highest mean value (20.77 cN/tex)
was recorded for yarn spun from the longest fiber length
(34.37 mm) with low short fiber contents (4.50 %),
while the lowest mean value (13.00 cN/tex) was attained
when yarn spun from the shortest fiber length (30.12
mm) with the highest short fiber content (6.60 %), as
shown in Table (3).

Table 1. Mean values of fiber properties as affected by fiber length (A) short fiber content (B) and their
interactions
Characters
Fiber
Fiber
Fiber toughness
Fiber
Fiber elongation
strength
stiffness
(g/tex)
uniformity (%)
(%)
Treatments
(g/tex)
(g/tex)
Fiber length (mm) (A)
34.37 mm
85.75 a
44.97 a
6.66 a
675.92 a
1.49 a
32.16 mm
85.25 a
41.79 b
6.36 b
659.07 a
1.32 b
30.12 mm
85.86 a
39.16 c
6.71 a
584.73 b
1.31 b
L.S.D. 0.05
NS
1.46
0.26
28.26
0.08
Short fiber content (%) (B)
4.50 %
87.10 a
43.70 a
6.80 a
644.14 a
1.48 a
5.30 %
85.27 b
41.83 b
6.70 a
625.77 a
1.39 a
6.60 %
84.50 b
40.41 b
6.24 b
649.81 a
1.26 b
L.S.D. 0.05
0.89
1.46
0.26
N.S.
0.08
Interaction
A*B
N.S.
N.S.
N.S.
N.S.
N.S.
Means designated by the same letters within each column are not significantly different according to L.S.D. values at 0.05 level of probability.
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Table 2. Mean values of cotton yarn quality as affected by fiber length (A) short fiber content (B) and their
interactions
Characters
Single yarn
Single yarn
Yarn
Lea
Yarn C.V.
Yarn
strength
elongation
Unevenness
product
(%)
hairiness
Treatments
(cN/tex)
(%)
(%)
Fiber length (mm) (A)
34.37 mm
18.20 a
2838.33 a
4.12 b
22.9 c
18.92 b
3.98 b
32.16 mm
14.77 b
2254.44 b
4.26 b
26.24 b
18.95 b
4.44 a
30.12 mm
13.75 c
2181.66 c
4.65 a
27.88 a
20.55 a
4.32 a
L.S.D. 0.05
0.66
56.44
0.15
0.41
0.49
0.25
Short fiber content (%) (B)
4.50 %
16.88 a
2575.00 a
4.47 a
23.60 c
18.64 c
3.95 b
5.30 %
15.54 b
2450.00 b
4.26 b
26.12 b
19.35 b
4.38 a
6.60 %
14.31 c
2249.44 c
4.31 b
27.30 a
20.42 a
4.41 a
L.S.D. 0.05
0.66
56.44
0.15
0.41
0.49
0.25
Interaction
A*B
**
N.S.
N.S.
**
N.S.
**
Means designated by the same letters within each column are not significantly different according to L.S.D. values at 0.05 level of probability.

Table 3. Interaction between fiber length and short fiber content (A x B) effect on single yarn strength,
yarn C.V. and yarn hairiness
Parameters
Single yarn
Yarn C.V.
Yarn hairiness
Fiber length (mm)
Short fiber
strength (cN/tex)
(%)
(A)
content(%) (B)
4.50
20.77 a
22.20 e
3.90 b
34.37 mm
5.30
18.26 b
22.90 e
3.87 b
6.60
15.28 c
23.60 de
4.16 b
4.50
15.03 c
23.84 de
4.15 b
32.16 mm
5.30
14.93 c
26.81 c
4.94 a
6.60
14.36 c
28.07 b
4.25 ab
4.50
14.83 c
24.76 d
3.80 b
30.12 mm
5.30
13.43 c
28.66 b
4.34 ab
6.60
13.00 c
30.23 a
4.82 ab
L.S.D. 0.05
1.96
1.22
0.75
Means designated by the same letters within each column are not significantly different according to L.S.D. values at 0.05 level of
probability.

Regarding yarn C.V. %, it could be concluded that
the highest percentage (30.23 %) resulted from the
shortest fiber length (30.12 mm) with the highest short
fiber content (6.60 %), while the lowest mean values
(22.20 and 22.90% ) were recorded from the longest
fiber (34.37 mm) with the lowest short fiber contents
(4.50 and 5.30%), respectively as shown in Table (3).
The highest mean value for the yarn hairiness (4.94)
resulted from medium fiber length (32.16 mm) and short
fiber content (5.30 %). As for the lowest mean value for
the same character (3.80) it was obtained when yarn
contain the shortest fiber length (30.12 mm) with the
lowest short fiber content (4.50%), as shown in Table
(3).
In conclusion, using the longest fiber with the lowest
short fiber content produced the strongest and regularity
yarns.

CONCLUSION
In this work, it could be summarized that to produce
the strongest fibers and yarns longest fiber length with
the lowest short fiber content should be used.
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الملخص العربي

تأثير طول األلياف ونسبة الشعيرات القصيرة فى القطن على جودة األلياف والخيط
إبراهيم عباس السيد إبرهيم

تمت هذه الدراسة بقسم اإلنتاج النباتي (المحاصيل) كلية

الزراعة – (سابا باشا) ،جامعة اإلسكندرية ،مصر ،خالل

موسم  2016لدراسة تأثير طول األلياف ونسبة الشعيرات
القصيرة على الصفات الميكانيكية واإلنتظامية لأللياف

وصفات الجودة في خيوط الغزل .تم إستخدام ثالثة أصناف

من القطن هما :جيزة  ،88جيزة  ،86جيزة  85لتمثيل تأثير
الثالث مجموعات من طول التيلة المستخدمة فى الدراسة

وهى 30.12 ،32.16 ،34.37( :مم) .ايضا تم إستخدام

ثالث رتب من القطن الشعر من كل صنف وهى :جود/فولى
جود ،جود ،فولى جود فير/جود ،لتمثيل تأثير الثالث نسب
للشعيرات القصيرة وهى.)% 6.60 ،5.30 ، 4.50 (:
تم غزل العينات بنظام الغزل الحلقى (

Ring spinning

 )systemبإستخدام نمرة خيط  60إنجليزى على معامل برم
 ،3.6وتم تقدير كل من :صفات جودة األلياف بإستخدام

جهاز HVIطراز  Spectrum IIوصفات جودة الخيط بإستخدام
جهاز الجود براند ( )Good-brand lea testerلتقدير متانة
الشلة ( ،)LeaProductوكذلك تم تقدير كل من متانة

واستطالة وانتظامية الخيط بإستخدام جهاز

اليوستر(Uster

 )Tester IIIفى معامل معهد بحوث القطن ،مركز البحوث

الزراعية بالجيزة تحت الظروف القياسية من درجة الح اررة

( 2 ± 20م )0و رطوبة نسبية ( )% 2 ± 65وقد نفذت هذه
الدراسة العاملية فى تصميم تام العشوائية كررت فيه المعاملة

ثالث مرات.

بالنسبة لتأثير طول التيلة على صفات جودة األلياف

والخيط ،أشارت اهم النتائج المتحصل عليها أن أطول
األلياف تحت الدراسة ( 34.37مم) تفوقت على باقى

األطوال المستخدمة وأعطت أعلى القيم لمتوسط كل من:

متانة األلياف (جم/تكس) ،ومعامل صالبة األلياف
(جم/تكس) ،قدرة الليفة على إمتصاص الجهد (جم/تكس)،

متانة الخيط المفرد ،ومتانة الشلة ،واقل القيم لمتوسط كل من
استطالة الخيط ( ،)٪ومعامل إختالف الخيط ( ،)٪عدم

إنتظامية الخيط ( ،)٪درجة التشعير بالمقارنة باألطوال

األخرى تحت الدراسة.

أما بالنسبة لتأثير نسبة الشعيرات القصيرة على صفات

جودة األلياف والخيط ،أشارت النتائج المتحصل عليها أن
أقل نسبة من الشعيرات القصيرة ( )% 4.50تحت الدراسة

سجلت أعلى القيم لمتوسط كال من :إنتظامية األلياف (،)٪
متانة األلياف (جم/تكس) ،ومعامل صالبة األلياف
(جم/تكس) ،قدرة الليفة على إمتصاص الجهد (جم/تكس)،

ومتانة واستطالة الخيط المفرد ،ومتانة الشلة ،واقل القيم
لمتوسط كال من :معامل إختالف الخيط ( ،)٪عدم إنتظامية
الخيط ( ،)٪درجة

التشعير.

مما سبق يمكن إستخالص أن أفضل صفات الجودة

لأللياف والخيط يتم الحصول عليها عند إستخدام األلياف
الطويلة ذات المحتوى األقل من نسبة الشعيرات القصيرة.

